
PRODUCT NAME PREFIX CATEGORY EMBOSSED
HAND-RUBBED  
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MACHINE-ANTIQUED WAXED

AVERAGE 
THICKNESS

PERFORMANCE 
RATING

AVERAGE
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Vertucci Calfskin VCF Aniline No Yes No No 1.0 - 1.2 mm 3 of 5
Skins of 

25 - 30 SF

A: Vertucci Calfskin is 
an Aniline leather, with 
no surface pigments; 
there will be natural 
color shading within 
a skin and from skin 
to skin.

B: Permanent natural 
creases on the 
hide caused by fat 
deposits in the live 
animal usually found 
in the neck, shoulder, 
and belly area.

C: Vertucci Calfskin 
is a Hand-Rubbed 
leather, therefore 
there will be some 
variation in coloration 
and boldness of the 
rubbing effect within a 
skin and from skin to 
skin, due to its hand-
crafted nature.

COLOR 
VARIATION

FAT 
WRINKLES

VARIATION IN 
HAND-RUBBING

VERTUCCI
CALFSKIN__________

PRODUCT CHARACTERISTIC SHEET

PRODUCT DESCRIPTION:
Vertucci Calfskin is aniline leather, made 
from the most premium, supple, and 
luxurious skins available; it is aniline-
dyed, Hand-Rubbed genuine calfskin.  

CHARACTERISTICS: 
The Hand-Rubbing glazes and polishes 
the tight natural grain of this select 
calfskin, revealing a depth of color and 
truly refined leather.

Vertucci Calfskin does not have the full 
pigmented coverage of a Finished leather 
hide; Aniline leathers such as Vertucci 
Calfskin are less consistent than Finished 
leathers. 

As an Aniline leather, natural variations 
in color, tone, and grain texture are part 
of the beauty of this natural leather and 
highlight each skin’s unique history and 
natural markings. 

As a Hand-Rubbed leather, there will be 
some variation in shading and coloration 
within a skin and from skin to skin. 

These skins average 25 - 30 SF in size. 
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